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Applicant : DONGGUAN LUMISPORTS CO,, LTD
BET D REWBEFIHBERAE

Rm401, 1st Building, No.7 Jiefang Sout St, Xiasha, Shipai town,
Address : - . .
. : DongguanCﬂy,Guang‘dong Proylnce, china.

" TRERETNAHETURREET S 1 5#401 =

Manufacturer’s name : Dongguan LIXING Battery Co., Ltd.
i D REWAXBERAHE

Room 201, Building 2, No. 42 Longyuan road,Yanwu Dalingshan town,
Address ! D .
. , ongguan, Guangdong, P.R.China

JTREARTEM R\ EBE R 42 5 2 5 201 =

Report on the submitted samples said to be:
ZEFRATIN AR A B FRE R AR R O SRR I

Sample Name Li-ion Polymer Battery

FE i 2 R

Trade Mark

Bk N/A

Tested Style No.

] 7 2 LX 18650 3400mAh

Series models

YT N/A

Sample reception time September 10, 2024

FU B 1) 2024 4209 A 10 H

Testing Period September 10, 2024 ~ September 14, 2024

W 3 2024 409 H 10 H ~2024 409 H 14 H

With reference to Regulation (EU) 2023/1542 of the European Parliament and of

Test request c ;

W2 R the Souncl .
' SRR I 94555 2023/1542 55461 (BRED .

Test method Please refer to next page(s).

MR T7% o BRI

Results . Please refer to next page(s).

PR R L BRI
Redact By Reviewed By )/ ? 2N
G C 1 7 lala
Issued By @ Date of issue  September 18, 2024
% K Repot Sea % Kk H # 2024409 A 18 H

202,building B, jinfengzhihuigu, No.45, Yonghe Road,Heping community, Fuhai street,
Bao'an District,Shenzhen, Guangdong, China

FE JRE RIMERXEBENETH XA 45 SS€FELS BIF B 202
Tel: 0755-23224560; E-mail: ant@ant-alliance.net; www.ant-alliance.cn

Shenzhen Alliance Testing Technology Co., LTD.

R ERIER U ABIRAE]
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CONCLUSION
&t

According to the customer's request, based on the performed tests on submitted sample, the result of total

Lead (Pb), Cadmium (Cd), Mercury (Hg) content comply with the limit as set of Regulation (EU) 2023/1542
A. of the European Parliament and of the Council.

WG I ER, SRS BT IR, S8 (Pb) o f (Cd) « & (Hg) & &M B4 /i s e
HLH 2023/1542 540 (BRED BOFRH.
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Shenzhen Alliance Testing Technology Co., LTD. 202,building B, jinfengzhihuigu, No.45, Yonghe Road,Heping community, Fuhai street,

— N A . = Bao'an District,Shenzhen, Guangdong, China
AR AU AT IR AE] HE RS R R KBRS 45 SEEETA B H/ 5 202

Tel: 0755-23224560; E-mail: ant@ant-alliance.net; www.ant-alliance.cn
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A. The results of total Lead(Pb), Cadmium(Cd), Mercury(Hg) content according to Requlation (EU

023/1 542 of the European Parliament and of the Council.
7 IR L 5| (FREED 4

Test method: With reference to US EPA 3050B:1996, US EPA 3052:1996 and US EPA 6010D:2018. Analysis
was performed by inductively coupled plasma atomic emission spectrometer (ICP-OES)

MR 74 2% US EPA 3050B:1996, US EPA 3052:1996 and US EPA 6010D:2018 st 732 B i R TE #R, 44
Jei F F RS 5 S5 B AR R S T (ICP-OES) #E AT 4 i

Item Unit MDL Results Limit
IiH L:<R v BARA H R Z3 FRAE
Mercury (Hg) 7K mg/kg 2 N.D. 5
Cadmium (Cd) 4 mg/kg 2 N.D. 20
Lead (Pb) %1 mg/kg 2 N.D. 100*
Remark

ST

*= From 18 August 2024, portable batteries, whether or not incorporated into appliances, shall not contain more
than 0,01 % (=100 mg/kg) of lead (expressed as lead metal) by weight.
*= 2024 8 18 Hild, XA, TIREEHMARES, HEHENSEIT 0.01%(100 mg/kg) (LA
I/ER) .
*1 = The prohibition not apply to portable batteries and accumulators intended for use in:
(a) emergency and alarm systems, including emergency lighting;
(b) medical equipment;
(c) cordless power tools.

M= ZARAURIE AT LR AT R AE A (6 48 i it B F v
(@) BEEoEIR AL, S 2R
(b) EIT R,
(c) ezl T A,

*2 =All batteries, accumulators and battery packs shall be marked with forked pulley dustbin
F2=FTA IR ML ES FEHRT T 2R R A A R U R B IR A AR A

kkkkkkkkkkkkkkkkhhhkkkkkkkkkkkkkkhkhhhkhkkkkkkkkkkkk

Shenzhen Alliance Testing Technology Co., LTD. 202,building B, jinfengzhihuigu, No.45, Yonghe Road,Heping community, Fuhai street,
— N A . = Bao'an District,Shenzhen, Guangdong, China
RER AU AR IR E] HE [ RE RYIERRIBSEERIT LKA 45 SSFEA B HI 5 202

Tel: 0755-23224560; E-mail: ant@ant-alliance.net; www.ant-alliance.cn
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*3 = |f batteries, accumulators and button cells containing more than 5 mg/kg Mercury, or more than 20 mg/kg
Cadmium, or more than 40 mg/kg Lead, the chemical conformity of metal that should exceed the limit under
the marking of forked pulley dustbin is Hg, Cd and Pb, and the chemical conformity occupies at least one
fourth of the area of the marking of forked pulley dustbin.

M= e F RN 40 R SR (H) B B Smg/kg B R (Cd) & Sk 20 mg/kg B #(Pb) & Bt
40 mg/kg, TR SR e e B R AR AR ST BN PR ) <2 Jm AL EFF & Hgy Cdy Pb, JF HALEFT &S
(R AR 2220 R Sy A B AR AR B DY 23 22—

*4 = |f batteries or accumulators contain more than one of the above metals, the corresponding chemical
conformity should be added separately.

Fa =g R A e I S — AR D R ER G E, D RE A B B INAR R A 2 A

Remark
VT
- mg/kg = ppm
- N.D. = Not detected or less than MDL
A HH ERAR T 7 A e PR
MDL = Method Detection Limit
TR R
- Results shown are of total weight of the battery sample.
S5 IR IR B BT i )
- Flow chart appendix is included.
I IR P AL B
- Photo appendix is included.
P DLt s

kkkkkkkkkkkkkkkkhkhkkkkkkkkkkkkkkhkhhhkhkkkkkkkkkkkk

Shenzhen Alliance Testing Technology Co., LTD. 202,building B, jinfengzhihuigu, No.45, Yonghe Road,Heping community, Fuhai street,
Bao'an District,Shenzhen, Guangdong, China

RYIPERERNRABIRAE HE RS IR RIS NI KA 45 SSEECA B 202

Tel: 0755-23224560; E-mail: ant@ant-alliance.net; www.ant-alliance.cn
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Appendix
B

1. Test Flowchart for Pb / Cd /Hg contents
S IERIR MRS

; Acid digestion by suitable Digest sample
Cutting/ Wei:ﬂg zanrwniglrivigs eput acid depended on different ingmicrowa\ee
preparation |—p| digestion vessel > sample material > digestion oven
BIRR / Fhikb 38 SR T R (as below table) W K T
BIAR/ FRIFRE G, DR s g S A 1 i
TR T R T b e s 11 THARACHEAT T A
36 FHOE 1 IR BR T R i o

|

Analyzed by inductively
coupled plasma atomic . The digested solution
DATA — emission spectrometer di\a/ilggigg vv\gtr;r <« Was transferred into
F s e (ICP-OES) < FE 2 B K S 7 a volumetric flask
RS & 458 T TH R 7 B 2 B
RS TEA 3 B
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Shenzhen Alliance Testing Technology Co., LTD. 202,building B, jinfengzhihuigu, No.45, Yonghe Road,Heping community, Fuhai street,
— N A . = Bao'an District,Shenzhen, Guangdong, China

ARYTHER EA AR IR AT HE RS R R KBRS 45 SEEETA B H/ 5 202
Tel: 0755-23224560; E-mail: ant@ant-alliance.net; www.ant-alliance.cn
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The photo of the sample
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ANT authenticate the photo on original report only
P A PR T Bt ANT 1E A4 75 4k

Shenzhen Alliance Testing Technology Co., LTD. 202,building B, jinfengzhihuigu, No.45, Yonghe Road,Heping community, Fuhai street,
— . As R N Bao'an District,Shenzhen, Guangdong, China
ARER AR AR IRAE] HE [ AR EENIE BOKAIS 45 SFELA B IS 202

Tel: 0755-23224560; E-mail: ant@ant-alliance.net; www.ant-alliance.cn
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Statement (7 FH):

1. The test report is considered invalidated without approval signature, special seal on the perforation.
R IR A5 TEREAE N T s A m RS 3 TR AL
2. The result(s) shown in this report refer only to the sample(s) tested.
AR o U 25 SRS S PR it 47 5T
3. Without written approval of ANT, this report can't be reproduced except in full.
K& ANT fiH IR, NS E AR E .
4. The sample(s) and sample information was/were provided by the client who should be responsible for the
authenticity which ANT hasn’t verified.
AR& ANT RHlE, m2s PREERRES ARG S, &P N L SR 6 35
5. In case of any discrepancy between the English version and Chinese version of the testing reports(if
generated), the Chinese version shall prevail.
BTSRRI R SO A TR A A (R T2 5 AR, L SR A
*** End of Report ***
*kk *&%éﬁ;ﬁ *kk
Shenzhen Alliance Testing Technology Co., LTD. 202,building B, jinfengzhihuigu, No.45, Yonghe Road,Heping community, Fuhai street,
— N A . = Bao'an District,Shenzhen, Guangdong, China
ARYTHER EA AR IR AT HE SRS R ER KBS R 456 SSEETA B IS 202

Tel: 0755-23224560; E-mail: ant@ant-alliance.net; www.ant-alliance.cn
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