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Samples Li-ion Battery
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Model LX 902030

E X VA REET I B A B A 7
Applicant Dongguan LIXING Battery Co., Ltd.
s 1

sk 2026-07-01

Issue Date

The result shown in this test peport reter only to the samples(s) tested by unless otherwise stated and the sample(s)are retained for 30 days only.The document is issued
Lionaces,it cannot be reproduced except in full with our prior written be permission. The document is abailable on request and the brief information for its validation can

Assessaple and confirmed or, the website, http://www.lionaces.com Add: Room 101, No.38, South Ring Road, Ma'anshan Industrial Zone,

Ma'anshan Community, Shajing Subdistrict, Bao'an District, Shenzhen,
Guangdong, China

. Website:www.lionaces.com E-mail:service@lionaces.com
Shenzhen Lionaces Technology Co., Ltd.

Tel:(86-755)-28280690




75 %% 5 Report No.: LA2026B1634001D
F2U 5|

1. #FEf#ER Sample Description

Hi b ik Battery Description

I 44 R BB LI

Sample Name Li-ion Battery

¥ O ) Mtk

Fram 2L LX 902030 R o 3.7V, 500mAh, 1.85Wh

Sample Model Battery specification

S RIS B 3 B Bk PR 4 )

Laboratory Shenzhen Lionaces Technology Co., Ltd.

S H I AHRARINT E 2 Xy HdE S 2 Ak X 5221 Tk X A% 38 5 101

Tesfin Address Room 101, No.38, South Ring Road, Ma'anshan Industrial Zone, Ma'anshan
9 Community, Shajing Subdistrict, Bao'an District, Shenzhen, Guangdong, China

ZHEHAL REETT I A PR A A

Applicant Dongguan LIXING Battery Co., Ltd.

ZEHE A H bk IR REEN RIS —RE 15 5 7 #R 701 =

Applicant Room 701, Building 7, No. 15, Lianfeng 1st Cross Road, Datang, Dongguan

Address City, Guangdong Province

Gt DA REBET 1 A TR A 7

Factory Dongguan LIXING Battery Co., Ltd.

sepeip i | ) ARBRSEIRIEE R 15 5 7 R 701 =

Factory address

Room 701, Building 7, No. 15, Lianfeng 1st Cross Road, Datang, Dongguan
City, Guangdong Province

4R Packaging Description

PN FLAGARAA RIS W I8 i
Outer package Corrugated carton Inner package Blister disc
aE? P 55 b S
REK R BB ST 345mm*260mm*200mm
Cushion Blister disc Dimension
>{ “ A
@éﬁt%iﬁ 11kg %/mﬁli i 35.52mm*19.63mm*8.83mm
Gross weight Battery dimension
2 i Y NI =N
@Z%#_EE/@{%E 9.92kg A 1000Pcs
Net weight Battery number
ke H 39 S H
Receiving Date 244620617 Completing Date 2026 0701
(Vv BB PN B R
Packaging type | Package including lithium batteries .
N P % 4. .
£ IN prs h 1%, AR Y | A e g
Prepared by Checked by Z Approved by oA

The result shown in this test peport reter only to the samples(s) tested by unless otherwise stated and the sample(s)are retained for 30 days only.The document is issued
Lionaces,it cannot be reproduced except in full with our prior written be permission. The document is abailable on request and the brief information for its validation can

Assessaple and confirmed or, the website, http://www.lionaces.com Add: Room 101, No.38, South Ring Road, Ma‘anshan Industrial Zone,
Ma'anshan Community, Shajing Subdistrict, Bao'an District, Shenzhen,
Guangdong, China

. Website:www.lionaces.com E-mail:service@lionaces.com
Shenzhen Lionaces Technology Co., Ltd.

Tel:(86-755)-28280690




75 %% 5 Report No.: LA2026B1634001D

2. 2511k Reference Method
(ST/SG/AC.10/1/Rev.23) (BkE [ T e fiiz i i W Fh—— M F AR
{Recommendations On The Transport Of Dangerous Goods-Model Regulations

3. WAV H Test Item
1.2 KRG . BB E NS
1.2m Drop test. Gross Weight Measure

4. A5 Test Method
TN I A B 2 5 IR 1.2m B H k% .

The package of batteries is dropped from 1.2m, 5 times per package.

5. WK% Test equipment
LA-BT-E011 %k {5l Packing drop tester
LA-BT-E102 Hi-FK“F#F Electronic balance

6. L[ IFIE %M Test Environment Condition
IR J% Ambient temperature: 20~25 (C)
FXHEE Ambient humidity: 50~60 (%)

% 3 0 35 0T

7. MRS 3 Test Data
3% B MRS g2
Test Iltem Test Result Conclusion
1. ELEEM Y B HLI A i B e
2. WA #S), FHEESERmSml &, A
e 63 0 Bl R Z 1.2
Byt S B S A B BT
S ML Y P RANES )
1.2m 3. PR M oy ;cka o
- i
(M. M. FUEkTR) 1, Without damage to cells or batteries contained P _ g :
[ ) capable of withstanding a
(Side\Edge\Angle) | therein; .
. - 1.2m drop test in any
2, Without shifting of the contents so as to allow ] .
orientation.
battery to battery (or cell to cell) contact;
3, Without release of contents.
AL B A
Gross Weight 11kg A% Pass
Measure
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8. F£ 5B Fr Sample Photo
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Statement

v AR TEA AR T E A NS = AL

This report is invalid without the special seal for report of Lionaces and the
signatures of approver.

2. AR TR SO I ER TC R
This report is invalid if it is blotted out and deleted.
3. AT RA AW, BT RS 2 B+ H A R E SR .

If the applicant has any questions about results, shall submit to Lionaces within 15
days.

4. AAREO 2 A RE i AR DT .
This report is responsible for the sample provided by the client only.
5. RERBAVFR], AEHyEH] FHARE HHNE.

This report shall not be reproduced except in full,or extracted,without the written
approval of Lionaces.

6. AXRMEFRRELE. S8 B, REITaRIHE RS A T G B &R
Prdeflt, ZEFERAL AU SRR SR BERL, 75 AR S A A AT A A G THAE

All of information such as product information, parameters, drawings, components,
etc. are provided by the applicant. The applicant must provide samples and
materials truthfully. Otherwise we will not take on any relevant responsibilities for
this report.

e R 45 0 e
----End of report----
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