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1. #FEf#ER Sample Description
Hi i f#i4 Battery Description

CERIBZE S L e e R

Sample name Li-ion Battery

S 1 ) i

FERAS LX 902030 AR _ 3.7V, 500mAh, 1.85Wh
Sample model Battery specification

LI = TN TSk BT R BR A

Laboratory Shenzhen Lionaces Technology Co., Ltd.

S ML IR RN E 2 KD HE D221 AL X B2z 1 TOILIX R 38 5 101

Room 101, No.38, South Ring Road, Ma'anshan Industrial Zone, Ma'anshan

Tesling address Community, Shajing Subdistrict, Bao'an District, Shenzhen, Guangdong, China

AL AL RFETH I AT BR A 7]
Applicant Dongguan LIXING Battery Co., Ltd.
T 2 i JUARAB R FET R — G 15 5 7 HR 701 =

Room 701, Building 7, No. 15, Lianfeng 1st Cross Road, Datang, Dongguan

Applicant address City, Guangdong Province

B YN
SEAEPERL ) s A A
9ing p Dongguan LIXING Battery Co., Ltd.

manufacturer

PR N AN
SEERRT L ) e ma s A

9 P Dongguan ZhantuPa.c,kaging Malttedr.ials Co., Ltd.

manufacturer
fu. 2548 Packaging Description
VNGRS FUARARAE WAL &k
Outer package Corrugated carton Inner package Blister disc
ARy R ; 3 5
LR FEE BRART 345mm*260mm*200mm
Cushion Blister disc Dimension

>I “ A}
ﬁéﬁ%fi 11kg @{ﬂlﬁl#_ . 35.52mm*19.63mm*8.83mm
Gross weight Battery dimension
0,205 e H 7 B e e

T 9.92kg A 1000Pcs
Net weight Battery number
ke H 3 Sk H
Receiving Date 20200617 Completing Date 2026-07.0]
(DK YIE A0 PN R
Packaging type Package including lithium batteries.
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2. %751 Reference Method
(ST/SG/AC.10/1/Rev.23) (T fa s b Wiz i i it i H——H Z i A)
{Recommendations On The Transport Of Dangerous Goods-Model Regulations}

3. MADH Test Item
RS iR 56 Stacking test

4, MR G ERFREER Test methods and standard requirements

4.1 I FE A BCR A RO RG] K 3 NIRRT

Number of test samples: three test samples per design type and manufacturer.

4.2 5877 L AR TRER AL W I TR T it i — J0 &, A T $al ol ge MES AR & b i R A EcE
AR QRIS N B AR X 5 B S RIS AR AN R, Wz Nz fE i 5. A
FEARIOAE i AE A ) /N HERD = FE R 3 oK. RIS (8] g 24 /N, (HIEBIAR I 2R . EAE &4
%% 6HH1 Al 6HH2, B 7EAME T 40°C HIIRE N 452 28 K AIHEID I

Test method: the test sample shall be subjected to a force applied to the top surface of the test
sample equivalent to the total weight of identical packages which might be stacked on it during
transport; where the contents of the test sample are liquids with relative density different from that
of the liquid to be transported, the force shall be calculated in relation to the latter. The minimum
height of the stack including the test sample shall be 3 meters. The duration of the test shall be 24
hours except that plastics drums, jerricans, and composite packagings 6HH1 and 6HH2 intended
for liquids shall be subjected to the stacking test for a period of 28 days at a temperature of not
less than 40°C.

4.3 3@ R AR R AR AR . N EEEEAERT S, AMIE RN ZE A
AR RIRRE AL AR AT RIS e ARSI IR, B AT AR AR B B Bl R
BN AT R AT o FEREATPRAN B, ORI R BV 2 B PRI 5

Criterion for passing the test: no test sample may leak. In composite packagings or combination
packagings, there shall be no leakage of the filling substance from the inner receptacle or inner
packaging. No test sample may show any deterioration which could adversely affect transport
safety or any distortion liable to reduce its strength or cause instability in stacks of packages.
Plastics packagings shall be cooled to ambient temperature before the assessment.

5. MR ¥ 4% Test equipment
LA-BT-E109 HEjhACHEHERSIGHL Battery carton stacking test machine
LA-BT-E112 sy 4CF MR LG Battery carton stacking test machine
LA-BT-E113 Hii4C# LR IG AL Battery carton stacking test machine

6. LI FIFIE %M Test Environment Condition
&% Ambient temperature: 23+2 (C)
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AR Ambient humidity: 5042 (%)

7. VRS H Test Data

2 AR R AL T R Ina ) Bt BRI [ siip
Nj Height of individual | Quality of individual Loaded load Testing time Cor;zlul;ion
) packages h(M) packages m(kg) (N) (h)
1# 0.2 11 1509.2 24 Pass
2# 0.2 11 1509.2 24 Pass
3# 0.2 11 1509.2 24 Pass
A 0 2R A BE 8 K 52 HERS 6.
The test package is capable of withstanding a Stacking test in any orientation.

8. K/ Sample Photo
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Statement

1. ARG A BALR S ] B NS T TR

This report is invalid without the special seal for report of Lionaces and the
signatures of approver.

2 AR UR ORI N BR TR AL
This report is invalid if it is blotted out and deleted.
3. HFERALRINAS KA FUV MRS Z BRI H W A R .

If the applicant has any questions about results, shall submit to Lionaces within 15
days.

4. AARE AR E T FTIARE ML AT
This report is responsible for the sample provided by the client only.
5. REKHBLIVFR], AMFEDEH] AR S HNE.

This report shall not be reproduced except in full,or extracted,without the written
approval of Lionaces.

6. ARMEPHMEL. S8 B, KBTS RS E R hERIt S
frdeftt, ZFERALLAN SRR AR, 5 WA S AR IEAT T A R 54T

All of information such as product information, parameters, drawings, components,
etc. are provided by the applicant. The applicant must provide samples and
materials truthfully. Otherwise we will not take on any relevant responsibilities for
this report.

e L 5 e
--—--End of report----
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